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Sartorius Moisture Analyzer

1. Turn on the moisture analyzer.

2. Open sample chamber and position a sample pan.

3. Tare the sample pan: Select the TARE function and confirm.
4. Applying a Sample to the Sample Pan: Apply the sample to the

sample pan in a thin, even layer (height: 2 to 5 mm, weight: 5 tol5 g).
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Incorrect and correct application of a sample

5. Close sample chamber

6. Start the drying program.

7. The current moisture loss is then displayed a few minutes later.
8. Fully-automatic shut-off of the drying process once no more loss

detectable.

Function

Determination of moisture content of samples



